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ABSTRACT: Nanoscale thermometry is paramount to study
primary processes of heat transfer in solids and is a subject of
hot debate in cell biology. Here we report ultrafast
temperature sensing using all-optical thermometry, exploiting
synthetic nanodiamonds with silicon-vacancy (SiV) centers
embedded at a high concentration. Using multiparametric
analysis of photoluminescence (PL) of these centers, we have
experimentally achieved an intrinsic noise ﬂoor of about 13
mK Hz −1/2, which is a 1000-fold increase in the readout
speed in comparison to the current record values demonstrated with all-optical methods of comparable spatialresolution and precision. Our thermometers are smaller than 250 nm across but can detect a 0.4 °C change of temperature
in a measurement taking only 0.001 s. The exceptional sensitivity and simplicity of these thermometers enable a wide range of
applications such as temperature monitoring and mapping within intracellular regions and in state-of-the-art solid-state
electronic nanodevices.
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imbedded with color centers have attracted much interest3,16,17
due to their remarkable optical properties,18 biocompatibility,19 and uncomplicated surface functionalization.20 Although
a large number of color centers exists in diamond, nitrogen
vacancy (NV) combined with optically detected magnetic
resonance (ODMR) technique have dominated research.21−23
The limits in precision are conventionally expressed in terms of
a noise ﬂoor and have been reported as small as 130 mK
Hz−1/2 and 25 mK Hz−1/2 using single NV centers16 and a
magnetic nanoparticle hybrid nanodiamond,24 respectively.
However, ODMR measurements require microwave radiation
that can induce sensitive temperature changes at cellular
levels25 and are quite complicated in implementation. Both
factors are undesirable for biological applications.
Alternatively, a simple all-optical method of temperature
measurements with NV centers has been demonstrated
recently21 using a feature in their luminescence spectra called
a zero phonon line (ZPL). However, the strength of the ZPL
in NV centers is very small, and this limits the noise ﬂoor to 0.3
K Hz−1/2. Other centers with stronger ZPL transitions such as
silicon vacancy (SiV),26 germanium vacancy (GeV),27 and tin
vacancy (SnV)28 have emerged as promising candidates for

here is a high demand for the development of ultrasmall,
noninvasive, fast, and reliable nanothermometry for
temperature monitoring intracellularly in vitro and in small
organisms.1−3 Heat produced by living species has been known
for centuries but viewed merely as a factor contributing to
body temperature. Recent progress in ultralocal thermometry
down to subcellular spatial resolution has challenged this
concept, but the accuracy of such measurements has been
questioned. While several diﬀerent types of optical nanothermometers are being developed using quantum dots,4
organic dyes,5 nanostructures,6 and luminescent proteins,7 a
heated discussion has been sparked about the reliability of
temperature measurements in cells and the applicability of
theoretical concepts based on scaling laws and macroscopic
thermodynamics to the complex intracellular interior.8−11
Reduced size of solid state devices with faster switching speeds
has also increased the need for accurate and fast temperature
measurement with submicron resolution, especially during
real-time operation.12 Detection of local temperature is
extremely important due to the complexity of the heat
transport on the nanoscale where the conventional Fourier’s
law breaks down.13 Thus, development of fast nanothermometers free of artifacts is highly crucial.
During past decades a very active ﬁeld of noninvasive optical
nanothermometry has emerged,14,15 where nanodiamonds
© 2019 American Chemical Society

Received: March 27, 2019
Published: May 22, 2019
1387

DOI: 10.1021/acsphotonics.9b00468
ACS Photonics 2019, 6, 1387−1392

ACS Photonics

Letter

ÄÅ
ÑÉÑ
ÅÅ
ÑÑ
Å
γ2
Γ2
ÑÑ
B
(
)
+
Φ(λ) = R 0ÅÅÅÅA zpl
+
λ
ÑÑ
2
2
2
2
ÑÑ
ÅÅ
4(
)
4(
)
−
+
Γ
λ
−
λ
+
γ
λ
λ
zpl
psb
ÑÖ
ÅÇ

temperature sensing, but their reported precisions are similar
to the value obtained with NV centers: 0.5 K Hz−1/2 (SiV in
200 nm crystal) and 0.3 K Hz−1/2 (GeV27 and SnV28 in a bulk
crystal).
Here we show ultrasensitive all-optical temperature measurements using photoluminescence (PL) of SiV centers in
diamonds smaller than 250 nm and demonstrate an intrinsic
noise ﬂoor of about 13 mK Hz−1/2, a dramatic improvement of
the current record values. This reduction of the noise is
equivalent to a 1000-fold decrease of the acquisition time for a
given precision of thermometry. The factor of 1000 has two
contributions. A part on the order of 100 is due to the
improvement in the crystal growth process that allows for a
much higher concentration of SiV; the remaining order of
magnitude is obtained by developing a novel method of data
analysis.

(1)

Generally, the temperature of the crystal aﬀects the widths of
the ZPL and of the PSB (γ and Γ, respectively), the peak
positions of each Lorentzian (λzpl and λpsb), and the relative
amplitude of the ZPL (Azpl). Some of the parameters appear to
be more sensitive than others. These dependencies are used for
temperature sensing.
Figure 1b shows a typical optical image of a crystal, direct
evidence that the data are collected from a small object. A
vertical cross-section of the image in Figure 1b is shown in
Figure 1c, together with a diﬀraction limited point spread
function (PSF) for a microscope objective with NA = 0.9 and
at the wavelength of 740 nm (all as in the experiment). The
agreement between the experimental data and the theoretical
PSF indicates that the size of the light emitting object is not
larger than 250 nm.
The most probable values of γ, Γ, λzpl, λpsb, and Azpl have
been found from experimental spectra using conventional leastsquares ﬁtting. It is important to note that, although this
method has theoretical justiﬁcations (a normal distribution of
the errors in the intensity at every spectral point and statistical
independences of these errors), such a routinely used “ﬁtting”
may result in unphysical correlations between the ﬁtted
parameters. For example, ﬁtting a single Lorentzian to a
spectrum creates a correlation between the peak value of the
Lorentzian and its width30 (see the reference and Supporting
Information for other examples). Such correlations are not
caused by mutual physical dependence of the ﬁtted parameters,
but results from the dependence of the minimal value of χ2function (the criteria for the best ﬁtting) on these parameters.
These correlations are important and will be discussed in
relation to temperature measurements.
A series of SiV-spectra has been measured at diﬀerent
excitation laser powers. The resulting values of γ and Azpl
versus λzpl are plotted in Figure 2. It can be seen that the

■

RESULTS AND DISCUSSION
Details of optical measurements are presented in Experimental
Section. An example of a spectrum is shown in Figure 1a.

Figure 1. (a) PL spectrum of a diamond crystal with SiV centers.
Black dots show experimental data. At 50 mW laser power (0.55 MW
cm−2 power density at the location of the crystal) the detected photon
count rate is about 0.8 GHz. The red curve is the best ﬁt of the
function deﬁned by eq 1 to the experimental data. The green and blue
curves show the ZPL and the PSB, respectively. Panel (b) shows an
optical image of a typical bright crystal with vertical scale proportional
to the luminescence intensity. Panel (c) shows a cross-section of the
image in (b) scaled vertically and shifted horizontally to overlap with
a theoretical point spread function (red line) of the microscope
objective.

Luminescence spectra of the SiV center can be split into two
distinctive bands, a strong ZPL at around 740 nm and the
phonon sideband (PSB), an approximately 25 nm broad
feature to the right of the ZPL. We did not observe signiﬁcant
spectral signatures of other defect centers in the measured
nanodiamonds. This is important because the presence of
diﬀerent color centers with overlapping spectra29 results in the
complexity of the data analysis. In the present case, SiV spectra
are accurately modeled with the function Φ(λ) below, a sum of
two Lorentzians and background B(λ) = b0 + b1λ (assumed to
be a straight line representing a possible contribution from the
substrate) multiplied by an overall scaling factor R0.

Figure 2. Values of (a) γ and (b) Azpl vs the change of λzpl. The
gradients of the red lines are 5.1 ± 0.2 and −2.8 ± 0.2 nm−1,
respectively. The change of λzpl is shown relative to the value obtained
by extrapolating λzpl to zero laser power (in this case, the temperature
of the crystals equals 21 °C, the lab temperature). In the shown range
of data, the temperature varies approximately from 25 to 54 °C.
1388
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Figure 3. Multiparametric data analysis at the measurement time of 0.1 ms. On the left: Temperature sensing using a single parameter. The black
lines are recorded at laser power of 6 mW (estimated temperature 298 K) and the red lines are recorded at 50 mW (T ≈ 327 K). All curves are
shifted vertically so that the average values at the lower temperature are zero. (a) ZPL peak position λzpl, (b) ZPL width γ, (c) ZPL relative
amplitude Azpl, and (d) G3 with weighting factors optimized for the best precision. On the right: The contour plots show σT in units of K as a
function of wλ and wA. Panel (e) is the standard deviation calculated using 50 mW data and (f) obtained using spectra simulated with experimental
parameters substituted into eq 1 and added Poisson noise. The black dots locate the weighting factors for the best precision of the temperature.

of the ZPL width and its relative amplitude can be estimated as
about sγ = 0.062 nm K−1 and sA = 0.037 K−1, respectively, using
the data shown in Figure 2.
Due to the correlation mentioned above, even temperatureindependent parameters may unfavorably aﬀect the precision
of the temperature estimate by transferring their noise to
temperature-dependent parameters. The multiparametric analysis eliminates the eﬀect of correlation to achieve the best
outcome from the measurements. A general approach is
described in the Experimental Section. In this case, we have
used the following linear combination of three parameters as a
single temperature sensing factor

broadening of the ZPL is about 5× larger than the
corresponding shift. A similar trend has been reported for
dependence of the ZPL on temperature.31 We believe that this
heating is related to a high concentration of silicon in the
primary mixture for crystal growth (see Experimental Section).
The excess of silicon forms approximately spherical objects,
which are mixed with nanodiamonds in the ﬁnal product (see
Supporting Information). Silicon spheres (some of them
partially oxidized) can be dissolved and removed from the
product but here they were used for heating. The absorption of
light by these impurities increases the temperature of nearby
diamonds and, thus, their thermal properties can be
investigated without the need of an external heating element.
The temperature could be simply varied by changing the
power density of the exciting laser light at the location of the
spheres. The laser-induced heating is most signiﬁcant when the
microscope objective operates in a wide ﬁeld excitation mode.
In a confocal mode when the laser light is tightly focused, this
heating is reduced by an order of magnitude for the same
power density at the location of the diamond crystal (see
Supporting Information). This proves that the heating is not
caused by absorption of light in the diamond crystal itself.
The temperature change of a speciﬁc diamond crystal can be
accessed using one of the parameters deﬁning the luminescence spectrum of SiV. We have used the peak wavelength of
the ZPL which has been studied several times and for which a
value of its temperature sensitivity sλzpl ≡ dλzpl/dT ≈ 0.012 nm
K−1 has been reported.26,32 Variation of properties is common
for nanoparticles (see Table S1 of the Supporting Information)
and calibration of each crystal is required for measurements
where the accuracy of better than 20% is essential. Temperature sensitivity of all other parameters could be obtained using
the sensitivity of the λzpl as a reference. For example, sensitivity

G3 = γ + wλλzpl − wAA zpl

(2)

Addition of other parameters to the linear combination has
insigniﬁcantly improved the results. The procedure of ﬁnding
the optimal values of the weighting factors is outlined below.
Panels a−c in Figure 3 show λzpl, γ, and Azpl determined for
two sets of 400 spectra each recorded with 0.1 ms integration
time at two temperatures. It is important to emphasize that we
simultaneously measure the complete spectrum of SiV using a
CCD. Fluctuations of the laser power do not aﬀect ZPL width,
ZPL position, and the relative amplitude of the ZPL; only the
overall scaling factor is aﬀected. The best precision was
determined at the higher temperature (also, higher laser
power), while data at the lower temperature have been used for
thermal sensitivity calibration. The optimal values of wλ ≈ 2.1
and wA ≈ 1.7 nm (note that factor wA has units, while wλ is
dimensionless) were determined empirically, as shown in
Figure 3e,f by plotting the values of σT versus wλ and wA. The
three-parametric sensing method improves the precision, as
can be seen in Figure 3d. Given the measuring (integration)
time tm = 0.1 ms, the minimal standard deviation of 1.34 ± 0.1
1389
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K corresponds to the noise ﬂoor ηT ≡ σTt1/2
m = 13.4 ± 1 mK
Hz−1/2. A single-parameter (ZPL width) case corresponds to
the point with coordinates wλ = 0 and wA = 0 in Figure 3e. It
can be seen that the multiparametric analysis improves the
precision by a factor of approximately 2.5 in this case, in
comparison to the results achieved using ZPL width or ZPL
peak position alone. Equivalently, it decreases the measurement time by 6-fold if the precision is kept at a ﬁxed value.
Monte Carlo simulations of the spectra with Poissonian noise
result in the minimal standard deviation of 0.95 K (see Figure
3f). This value is approximately 2 × smaller than the 1.34 K
due to the noise excess factor33 of electron-multiplying CCDs.
If the data were taken without electron multiplication (for
example, with a sCMOS camera) the noise ﬂoor would be
reduced to about 10 mK Hz −1/2. The precision is inversely
proportional to the square-root of the integration time (see
below) and, for example, improves to (0.4 ± 0.1) K at 1 ms.
Previously, a similar precession with diamond color centers has
been obtained28 only after integration for 1 s. We also
investigated other nanodiamonds, and the results are presented
in the Supporting Information.
As an ultimate demonstration of our method, we have
recorded 20000 spectra with 0.5 ms integration time and
power density of the exciting laser reduced to about 70 kW
cm−2, a value more common for intracellular studies. This set
of data has been used to obtain precision of the temperature
measurements at diﬀerent integration times. For example, one
can obtain 100 spectra with eﬀective integration times of 0.1 s
and calculate the corresponding standard deviation by splitting
the entire data set into 100 subsets and averaging each. Results
obtained in this way for integration times up to 1 s are shown
in Figure 4 where the highest precision is better than 50 mK.
Long integration times undesirably aﬀect λzpl more than other
parameters. The 50 mK change of temperature shifts the ZPL
by 6 × 10−4 nm spectrally and by about 30 nm on the CCD
sensor. Due to the magniﬁcation of the microscope objective, a

1 nm shift of the nanocrystal position displaces ZPL
comparably with the thermal shift. For this reason, λzpl has
not been used to obtain the results shown in Figure 4 (see the
ﬁgure caption).
It is interesting to compare the achieved precision of
nanothermometers with the fundamental limit set by
thermodynamics on the concept of temperature. Due to the
small size, the temperature of a nanodiamond ﬂuctuates and
these and these ﬂuctuations can be characterized by a standard
deviation σth expressed as
σth = T

kB
vc v

(3)

where kB is the Boltzman’s constant, v is the volume of the
crystal, and cv is the constant volume heat capacity of diamond
per unit volume.34 σth calculated for a 250 nm sphere of
diamond at T ≈ 300 K is about 10 mK and is close to the
precision of our thermometers. The characteristic time scale of
these ﬂuctuations (τrel) is deﬁned by the heat exchange
between the crystal and its environment. A nanodiamond
immersed in a homogeneous media has τrel on the order of a2/
α, where a is the radius of the crystal and α is the thermal
diﬀusivity of the media. The observed thermal ﬂuctuations
equal σth(τrel/tm)1/2, and therefore, the limit on the noise ﬂoor
set by thermal ﬂuctuations is ηth,T = σth(τrel)1/2 ≈ T[kB/
(acvα)]1/2. Substitution of the numerical values results in ηth,T
≈ 6 μK Hz−1/2 for a 250 nm diamond in water at room
temperature.
In conclusion, we have obtained 13 mK Hz−1/2 noise ﬂoor in
all-optical thermometry using diamonds smaller than 250 nm
doped with SiV centers. Theoretically, the noise ﬂoor can be
further reduced to about 10 mK Hz−1/2 if the noise excess
factor of the electron-multiplying CCDs is eliminated. A high
SiV concentration and multiparametric analysis enable about
1000× faster measurements if compared to any reported up to
date all-optical detection schemes with sub-250 nm spatial
resolution. The value for the noise ﬂoor is valid for integration
times as long as 1 s.

■

EXPERIMENTAL SECTION
Sample Preparation. Nanodiamonds with SiV impurityvacancy color centers were obtained by high pressure−high
temperature (HPHT) treatment of the catalyst metal-free
hydrocarbon growth system based on homogeneous mixtures
of naphthalene, C 1 0 H 8 (Chemapol), and tetrakis(trimethylsilyl)sylane, C12H36Si5 (Stream Chemicals Co.),
which were used as the doping component.35 Cold-pressed
tablets of the initial mixture (5 mm diameter and 4 mm height)
were placed into a graphite container, which simultaneously
served as a heater of the high-pressure toroid-type apparatus.
The experimental procedure consisted of loading the highpressure apparatus to 8.0 GPa at room temperature, heating
the sample to the temperature of diamond formation (1400
°C), and short (10 s) isothermal exposure of the sample at this
temperature. The obtained high-pressure states have been
isolated by quenching to room temperature under pressure and
then complete pressure release. The recovered diamond
materials have been characterized under ambient conditions
by using X-ray diﬀraction, Raman spectroscopy, and scanning
and transmission electron microscopies (SEM and TEM). The
nanodiamonds are dispersed with deionized water and treated
with 120 W power ultrasound for 30 s. Then the nano-

Figure 4. Precision σT of temperature measurement at 6 mW laser
power (corresponds to 4 K above the lab temperature) at diﬀerent
measurement times tm. The laser power density at the location of the
nanodiamond and the detected photon rate are approximately 70 kW
cm−2 and 40 MHz. G2 = γ − 0.42 nm × Azpl is used for thermometry.
The straight line corresponds to the theoretical dependence
σ; ∝ 1/ tm , where the proportionality constant is the noise ﬂoor
ηT = 49 ± 1 mK Hz−1/2. It is conﬁrmed by numerical simulations (not
shown) that due to the excess noise of the EMCCD, this value is 2 ×
larger than it should be theoretically for the given count rate and
Poisson statistics of the noise.
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σ11 and similar for Y2 and s2. In such a case, σ̃ 211 = σ̃ 222 = 1 and
σ̃ 212 = σ̃ 221 ≡ ρ. The eigenvalues and the corresponding
eigenvectors of the correlation matrix are 1 ± ρ and
v1,2 = (1, ±1)T / 2 respectively. The corresponding values
of λ1,2 = 1/(1 ± ρ). Thus, eq 7 becomes

diamonds are drop-cast on a cover glass for optical
characterization. The mean size of nanodiamonds is about
70 nm, but much larger crystals are present in the sample.
Optical Measurements. The optical measurements are
made with a home-built confocal microscope at room
temperature. Oﬀ-resonant excitation light from a continuouswave 532 nm laser is focused onto the sample through an air
objective ×100 and NA = 0.90 (Nikon). The emission passes
through a dielectric ﬁlter to reject the excitation light, then is
collected into an EMCCD (iXon Andor). The apparatus can
work in imaging or spectroscopic modes (with Acton 2300i
grating spectrometer) and use wide-ﬁeld or confocal
illumination. In the confocal mode, the laser light intensity
in the focal spot is proportional to exp(−r2/r20), where r is the
distance from the center of the spot (and the location of the
investigated crystals) and r0 = 1.2 μm. This can be used to
estimate the power density of light at the center of the spot to
be 11 MW cm−2 at 1 W output of the exciting laser (taking
into account about 50% loss of power on all optical elements of
the experimental setup).
Data Analysis. It is assumed that the probability
distribution function for the model parameters is proportional
1
to exp − 2 χ 2 (Y ) , where Y ≡ (Y1, Y2, ..., YM)T is a vector in
the parameter space. The χ2-function in the vicinity of its
minimum can be approximated by Taylor series

(

σΔ2- =

1
2

m,n

∂χ
y y ≡ χ 2 (Y0) + yT Ĥ y
∂Yn∂Ym n m

∑ λmy′m2

∑m ⟨Δ-′m ⟩λms′m2
∑m λms′m2

=

σΔ2- =

1
∑m λms′m2

∑ wmYm

(10)

m=1

(4)

All wm can be determined analytically (if correlations and
sensitivities of Ym are known) or experimentally. The
temperature sensitivity of the G-factor is the corresponding
linear combination of sm, that is, ∂G/∂T = ∑wmsm and can be
calculated using the sensitivities of all contributing Ym.
Experimentally, one measures a large number of spectra in a
short time interval such that the temperature change is
insigniﬁcant during the measurements, and hence, ﬂuctuations
of ⟨Ym⟩ are not aﬀected by the temperature variance. The
values of wm are the values minimizing σΔ2- .
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(6)

where ⟨Δ- m⟩ = ⟨ΔY′m⟩/s′m and
=
are the
′
estimates of the temperature and its variance obtained using
Y′m alone and the notation ⟨ΔY′m⟩ is used to denote the
expectation value of ΔY′m given the data. The variance of Δreads

σΔ2- m

(9)

M

G=

∑m ⟨ΔY ′m ⟩λms′m
∑m λms′m2

∑ Ym′ λmsm′

The thermal sensitivity of G is sG =
One can see that
⟨G⟩/sG equals the right-hand side of eq 6 and that σ2G/s2G = ∑
σ′2mmλ2ms′2m/(∑ λms′2m)2 equals the right-hand side of eq 7. G can
be expressed directly as a linear combination of Ym by
combining eq 9, Y′ = V̂ Y and s′ = V̂ s as follows

where each λm is an eigenvalue of Ĥ . Because χ2(Y0) is a
minimum of χ2, all λm are larger than zero. The variances of y′m
are 1/λm.
We can now consider s′ and s, linear sensitivities of Y and Y′
to an external force - deﬁned by s ≡ ∂Y/∂- and s′ ≡ ∂Y′/
∂- = V̂ s. Because parameters ym′ are uncorrelated with each
other, one can estimate the change Δ- using estimates for
ΔY′ the conventional weighted average formula as follows
⟨Δ-⟩ =

(8)

∑λms′2m.

(5)

m

1 − ρ2
s1̃2 + s2̃ 2 − 2ρs1̃ s2̃

m=1

where the column-vector y ≡ Y − Y0 is a small displacement
−
and χ2(Y0) is a minimum. Note that the correlations ym yn ≡ σ2mn
= (Ĥ −1)mn. Matrix Ĥ and its inversion Ĥ −1 have the same
eigenvectors, but their corresponding eigenvalues are inverse of
each other.
A linear transformation Y′ ≡ V̂ Y, where V̂ is the matrix
whose columns are the eigenvectors of Ĥ reduces eq 4 to a
sum of squares
χ 2 = χ 2 (Y0) +

=

M

G≡

2

∑

+

2
1 (s1̃ − s2̃ )
1−ρ
2

If Y2 is independent of - (s̃2 = 0), the variance σΔ2- = (1 −
ρ2)/s̃21 is smaller than or equal to 1/s̃21, the variance obtained
from the analysis of Y1 alone. The equality holds only for
uncorrelated Y1 and Y2 (ρ = 0). Generally, σΔ2- ≤ 1/(s̃21 + s̃22).
The same estimates for - can be obtained using a G-factor
deﬁned by

)

χ 2 (Y ) ≈ χ 2 (Y0) +

1
2
1 (s1̃ + s2̃ )
1+ρ
2

1/(λms′2m)
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